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GENERAL 

 

This evaluation procedure outlines the Department’s approval process for pre-packaged concrete 

mixture. The use of this material is limited to minor structures and quantities that do not exceed 2 

cubic yards per day.  The use of a mechanical mixing machine is required. 

 

SPECIFICATIONS 

 

• TDOT Standard Specifications Section 604.03B  

• Related Supplemental Specifications 

• AASHTO T22 – Compressive Strength of Cylindrical Concrete Specimens 

• ASTM C387 – Standard Specification for Packaged, Dry, Combined Materials for 

Concrete and High Strength Mortar 

 

PROCEDURES 

 

A completed Product Evaluation Form, safety data sheet (if applicable), product data 

information, and test results from an independent laboratory or from the National Transportation 

Product Evaluation Program (NTPEP). 

 

The pre-packaged concrete mixture shall be in general conformance with ASTM C387 with the 

following exceptions: 

 

• The product shall be extended with a course aggregate with size fractions of 3/8-inch or 

larger. 

• The 7- and 28-day compressive strength test results shall be reported. 

• The strength requirements are as follows: 

 

 
 

Age
Compressive Strength

(psi)

7 days For Information Only

28 days 4000


